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Abstract  
In this research, the experimental tests of quasi-static three-point bending and three-point bending fatigue were carried 
out for a ±25° biaxial braided carbon fibre reinforced polymer (CFRP) manufactured using vacuum assisted resin 
transfer moulding (VARTM). A finite element (FE) model was also set up for quasi-static testing and the prediction 
results revealed that local fibre volume fraction (FVF) is a primary source affecting the mechanical properties of 
braided CFRP. The fatigue of the braided CFRP was defined as three different stages according to the flexural modulus 
results. The damage modes of the test specimens were observed via a digital microscope and scanning electron 
microscope (SEM) and the process-induced defects were summarised. With compiled results and observations, this 
study provides a better understanding of failure and fatigue behaviour of biaxial braided composites and their flexural 
properties which offers a good basis for any further research in fibre volume fractions, structure design and 






The increasing application of composite materials in multiple disciplines, such as aerospace, civil engineering and 
rapidly growing automotive industry, has raised the need for the development of manufacturing processes to improve 
the cost-efficiency, material throughput and product quality in the mass production [1–4]. Braiding is one of the most 
cost-effective and versatile textile production processes as the fibre preforms have a variety of producible textile 
characteristics and also allow the near net-shaped preforms to be produced for hollow and slender structures [5,6]. The 
net-shape braided composite tube structures have superior performance to those tubes made of overlapped stitched fabric 
reinforcements [7]. However, Arold et al. summarised that the fibre undulation and waviness of biaxial braided 
composites lead to some shortcomings of biaxial braids in high performance applications [5]. The failure mechanisms 
and fatigue damages for braided fabric are complicated. For braids under tension, the kink bands could be provoked by 
the off-axis shear stress in undulated fibre sections [8] while the discontinuous reinforcements could cause local stress 
concentrations [9]. The delamination and formation of kink band are the main reasons for micro buckling [10,11].  
The fibre volume fraction is one of the key factors for determining both mechanical and physical properties of composite 
materials, and it is an important part of the statistical characterisation of composite microstructure [12]. High fibre 
volume fractions are favourable for the mechanical characteristics of composite materials, and the fibre volume fractions 
are approximately 60% for typical carbon fibre reinforced polymer (CFRP) composites [13]. Uniaxial CFRP composites 
with fibre volume fraction as high as 90% with the potential of ultimate mechanical properties were successfully 
produced via bi-dimensional compression moulding proposed by Ashbee [14]. McCarthy and Vaughan reported that 
only a little difference was found between the transverse failure surfaces for composites with 40% and 59% volume 
fractions, but the transverse strength is much higher for 20% volume fraction due to the greater inter-fibre spacing 
(however, this would decrease the longitudinal strength) [15]. In a transverse fibre bundle test, Qi et al. found that the 
decrease of local fibre volume content can increase the carbon fibre/matrix bonding strength [16]. Jensen observed the 
significant inhomogeneity of elastic strain in static and creep testing on normally flat UD composites [17]. Variations 
of laminated thickness and fibre volume fraction were suggested as two potential causes. 
Apart from fibre volume fraction, woven fabrics braiding patterns (e.g. diamond, regular, Hercules), and especially 
desired braiding angle on the braiding technique also play important roles in affecting its mechanical properties [18]. 
The study of failure and damage characterisation of a ±30° biaxial braided composites under multiaxial stress states has 




1D material method and equivalent laminate method) that can predict the moduli and strengths of braided composites 
with fibre angle ranging from 15° to 75° [19]. In Kelkar and Whitcomb’s experiment, the braids were slit to reduce the 
variation of braiding angle caused by flattening of the braids [20]. The edge condition of the braids could have effects 
on strength: 100% increase of strength for (±15°) braid [21] and 13% increase for (±45°) braid compared to coupons 
with edges cut open [22]. Tate et al. reported the sensitivity of the tensile properties to braid angle and the drop was 
found in the tensile strength, modulus and Poisson’s ratio as the braid angle increased from 25° to 45° [23]. Tate and 
Kelkar developed a methodology in further research for prediction of fatigue life and residual fatigue modulus via 
employing sigmoidal function and Bradley function [24].  
Meanwhile, finite element (FE) analysis was applied for meso and microstructure level investigation braided composites 
failure and factors which affect their mechanical properties such as fibre volume fractions and the manufacture 
techniques. Wu et al. developed a microstructure level FE model with a volume fraction of 25.45% for investigation on 
the bending fatigue properties of a 3D braided composite [25]. The authors reported that there are stress concentrations 
in the contact area between yarns and resin and debonding was caused by the difference of loading in matrix and yarns. 
Hao et al. investigated the fatigue behaviour of 3D four directional braided composites with various braiding angles and 
fibre volume fractions using a unit cell model under tension-tension loading at different directions [26]. The fibre volume 
fraction was adjusted via changing the diameter of the fibre yarns. Jensen et al. built a finite element (FE) model for 
different samples using transversely isotropic composite material properties for different fibre volume fractions [27]. 
Mühlstädt et al. investigated the intra-yarn fibre volume fraction gradients in the laminated plain-woven fabrics based 
on the meso-level and micro-level structure and proposed a mathematical model to describe the intra-yarn fibre volume 
fraction gradients [28]. Wehrkamp-Richter et al. developed a 3D novel meso-level unit cell modelling approach with 
compaction effects from manufacturing for prediction of the non-linear mechanical properties of a triaxial braided 
composite [29]. Faes et al. proposed a 2D modelling method based on high-resolution microscopic images to predict the 
crack initiation within the nested textile composite considering inhomogeneity of intra-yarn fibre volume fractions [30]. 
To date, both experimental studies and numerical modelling are mainly focused on 3D braids but only a few 
experimental studies mechanical properties of biaxial braided composites. In this research, a biaxial braided carbon fibre 
composite structure was manufactured using the low-cost vacuum assisted resin transfer moulding (VARTM). The 
detailed VARTM process was explained by Tate et al. [31] and the thickness and fibre volume fraction control for 
VARTM was introduced in [32, 33]. Due to the inevitable manipulation of the raw materials during the manufacturing 




to different extend. The low coverage of the biaxial braids on the mandrel can also result in an increased fibre undulation, 
thus, a decreased mechanical performance [34]. Due to the various limitations of existing modelling methods, the effects 
of the process-induced imperfections cannot be taken into account at the same time [30]. Both FE model and failure 
mechanism observations can be adopted to assist the research. The aim of the current study is to provide the damage 
and failure characterisation of a ±25° biaxial CFRP under both static and fatigue three-point loadings via the 
observations from a digital microscope and scanning electron microscope (SEM). This study also investigated the 
relationship between the failure and fibre volume fractions with the support of stress-strain results from the tests and 
FE models, and hence provide the guidance for manufacture techniques. 
2. Experimental Section 
2.1 Materials 
The rectangular braided CFRP tubular material in this study is shown in Figure 1 (a). The preform was produced by 
over-wrapping each of two non-structural closed cell cross-linked polyethylene foam blocks with a biaxial carbon braid 
sleeve and then over-wrapping the two wrapped foam blocks together with a larger biaxial carbon braid sleeve. The 
preform then was injected with Crestapol® 1260 urethane acrylate resin. The overall fibre volume fractions of these 
components recorded by the manufacturer are mainly between 40% to 50%. The braided composite laminate is 
indicated as blue (inner braids) and purple (outer braid) coloured area as shown in Figure 1 (b). The braided sleeve 









2.2 Material properties 
The fibre yarns used to braid the carbon sleeve are TORAYCA® T700s 12K carbon fibres and the properties of the 
fibre and matrix are given in Table 1 [35,36]. Narrow strips were cut from the skin of the finished braided CFRP structure 
to the dimensions of 150 mm by 25 mm. The excessive foam on the back surface of the coupons was removed.  
Table 1 Properties for T700 carbon fibre and cured urethane acrylate resin [35,36] 
TORAYCA® T700s Pure cured resin 
Tensile strength [MPa] 4,900 Tensile strength [MPa] 67 
Tensile modulus [MPa] 230,000 Tensile modulus [MPa] 3,500 
Strain 2.1% Strain 2.4% 
Density [g/cm3] 1.80 Density [g/cm3] 1.041 
Filament diameter [μm] 7 Glass transition temperature [°C] 130 
 
As the carbon braid which wraps on it have a consistent fibre angle (±25°), it can be deduced that there are same 
amount of fibres in every section within the same area when the raw braided fibres are well-flattened during the 
manufacturing process. The local fibre volume fraction at the middle of the specimen where the thickness measurement 
was taken is calculated using the following process. 
Figure 2 gives a sketch of the fibre yarn layout in a layer of braid in a specimen (each line represents a fibre yarn). One 
lamina in a specimen contains 33 warps and 33 wefts (66 yarns) on average and the total length of yarns within a 
specimen is approximately 5915.5 mm. The volume of the fibres (Vf) can be calculated using the properties of 
TORAYCA® T700s 12K carbon fibres in Table 1: 
𝑉𝑓 = 𝑁𝑢𝑚𝑏𝑒𝑟 𝑜𝑓 𝑓𝑖𝑙𝑎𝑚𝑒𝑛𝑡𝑠 × 𝑡𝑜𝑡𝑎𝑙 𝑙𝑒𝑛𝑔𝑡ℎ 𝑜𝑓 𝑦𝑎𝑟𝑛𝑠 × 𝑐𝑟𝑜𝑠𝑠 𝑠𝑒𝑐𝑡𝑖𝑜𝑛 𝑎𝑟𝑒𝑎 𝑜𝑓 𝑡ℎ𝑒 𝑓𝑖𝑙𝑎𝑚𝑒𝑛𝑡 = 12000 ×
5915.5 𝑚𝑚 × (𝜋 ∙ 0.00352) 𝑚𝑚2 = 2731.9 𝑚𝑚3                                                                          (1) 
The volume of a coupon (Vc) can be calculated as: 




The fibre volume fractions calculated for each test specimen are given in Table 2. 
 
Figure 2 A representation of the layout of fibre yarns in a layer of carbon braid 
Table 2 Calculated fibre volume fractions and quasi-static three-point bending test results 
Coupon No. Thickness [mm] FVF Flexural modulus [MPa] Flexural strength [MPa] Failure strain 
S01 2.240 32.51% 11947.0 266.5 2.37% 
S02 1.710 42.59% 16796.5 428.0 2.64% 
S03 1.692 43.04% 17006.7 383.2 2.39% 
S04 1.663 43.78% 16419.5 309.1 1.95% 
S05 1.533 47.52% 17712.8 379.4 2.21% 
S06 1.416 51.43% 23047.2 387.5 1.76% 
S07 1.258 57.91% 30313.4 452.7 1.60% 
Average 1.645 45.54% 19034.7 372.3 2.13% 
Sn-1 0.287 7.36% 5933.7 64.7 0.37% 
 
2.3 Mechanical tests  
2.3.1 Quasi-static three-point bending tests 
The apparatus and testing procedure followed the ASTM standard D790 [37]. The quasi-static three-point bending tests 
were carried out on the INSTRON® 5kN static 3-point flexure fixture mounted on the base of the INSTRON® 3369 
Universal Testing System. As the apparent modulus of elasticity for highly anisotropic composites can be severely 
reduced by shear deflections when the laminates are tested at low span-to-depth ratio [38], a span-to-depth ratio of 60:1 
(84 mm span) was used. The strain rate was 0.01 mm/mm/min. 
2.3.2 Three-point bending fatigue tests 
The bending fatigue tests were performed on INSTRON® 8871 Servo hydraulic Fatigue Testing System with the same 
setup as in quasi-static tests. The support span of 84 mm was used. The framework of the fatigue life proposed by Talreja 




the tests were conducted at the laboratory ambient temperature under a displacement-controlled regime, with a testing 
frequency of 5 Hz. The mean displacement and the amplitude were set to 5.8 mm and 4 mm, respectively, according to 
the results from static tests. 
2.4 Experimental results  
2.4.1 Quasi-static three-point bending test results 
The load and deflection history during the quasi-static three-point bending test for each specimen was recorded. The 
flexural stress (𝜎𝑓) and strain (𝜀𝑓) during the testing, which are the maximum stress and strain occurred at the midpoint 
of the outer surface of the specimens, were calculated according to methods in ASTM D790-17 [37]. The thickness used 
for calculation was measured at the midpoint of each specimen. Flexural strength (𝜎𝑓𝑀) is defined as the maximum 
flexural stress the coupons sustained during each bending test. Figure 3 depicts the stress-strain curves for each test 
specimen and the relevant results are also presented in Table 2. The results give large variations in flexural properties 
although all coupons behaved very similar under quasi-static bending. The flexural modulus and flexural strength 
considerably vary among different coupons as a result of the variation of local fibre volume fractions. 
 
Figure 3 Stress and strain in outer fibres at the midpoint of each specimen  
The stress-strain curves show that there were plastic deformation/micro-damages developed before the failure as the 
curves started becoming rough following a small drop as highlighted in Figure 3. This phenomenon was accompanied 
by the cracking noise emitted from the samples. The material response then entered a very short non-linear region where 






























one or more drops can be found on the curves and continuous noise occurred as damage developed. The complete failure 
then occurred, indicated as a sudden large drop on the curves.  
2.4.2 Three-point bending fatigue test results 
The stress-strain curves at selected cycles during fatigue tests for four braided CFRP coupons are plotted as hysteresis 
loops in Figure 4. Each loop represents the maximum stress and strain in the specimen during one cycle of loading and 
unloading. The accumulated damage energy is represented by the area of each hysteresis loops. 
Two scenarios could be found among four test specimens. For coupons F01 and F02, the hysteresis loops are closely 
stick together even at a large increase of number of cycles (e.g. 30000th, 40000th and 54000th cycles for F01) and there 
is no obvious increase for area of hysteresis loops as the number of cycles grows. The damage energy for these two 
coupons stopped accumulating when it reached a certain level. Most of the damage energy was able to dissipate during 
the unloading process within each cycle. Meanwhile, there was no noticeable cracking noise emitted during the whole 
fatigue process. For coupons F03 and F04, the gaps between hysteresis loops increase as the number of fatigue cycles 
grows showing the large drop of flexural stiffness, such as the big drops for the hysteresis loops between 1880th and 
3180th cycle for coupon F03 and hysteresis loops between 300th and 1120th cycles for coupon F04. The damage energy 
accumulated at each cycle was not able to fully dissipate during unloading process and the damages from previous 
cycles were further developed, indicated by a larger area of hysteresis loops at these cycles. Specimens, F03 and F04 
were failed at this stage as the maximum stress decreases significantly when a constant strain level was applied. 





Figure 4 Stress-strain curves for coupon F01, F02, F03 and F04 
The relationships between the residual flexural strength and the number of fatigue cycles for above four test specimens 
are given in Figure 5. The residual flexural modulus percentage (M) was defined by Equation (3). 
 𝑀 = (𝐸𝑁 𝐸1) × 100%⁄    (3) 
where EN (MPa) is the flexural modulus calculated at a selected cycle during the fatigue testing and E1 (MPa) is the 
flexural modulus calculated at the first cycle of bending fatigue. The range of M is [0, 1]. 
 
Figure 5 Flexural modulus degradation curves for four different test specimens 























































































































































































Figure 6 Hysteresis energy history for four different test specimens 
Figure 5 shows that the flexural stiffness of all four coupons decreases severely by approximately 10% at the beginning 
of the fatigue testing and Figure 6 depicts the hysteresis energy absorption during cyclic loading for four specimens. 
The stiffness degradation for coupon F01 and F02 then followed a similar pattern decreasing from about 90% residual 
stiffness to 80% and 74% respectively over 50,000 bending fatigue cycles and the rate of degradation was relatively 
slow. Although coupon F03 entered this similar status of slowly degraded stiffness after the 10% initial drop, the rate 
of flexural modulus degradation started increasing at around 1500th cycles and increased again at about 2700th cycles, 
leading to the failure. The residual stiffness decreased from about 85% to less than 50% through this destructive stage 
and the degradation rate then started slowing down and became stable again. Coupon F03 and F04 also showed a higher 
level of hysteresis energy absorption from the start of fatigue testing followed by the stabilisation while Coupons F01 
and F02 presented a more stable trend over more than 50,000 loading cycles. For Coupon F04, the flexural modulus 
dropped rapidly from the beginning of the testing and the failure stage started from the first load cycle and the rate of 
stiffness degradation reduced with decreased modulus. These phenomena correlate well with the hysteresis loops 
discussed previously as a significant increase of energy absorption per cycle was observed at the start of the testing.  
The fatigue failure process for braided CFRP follows three stages identified above. The first stage is a very short or 
almost instant process of a sudden drop of the stiffness (10% in this study). The second stage is represented by a 
relatively long period of slow degradation of the stiffness. If the energy absorbed in each load application is relatively 
low (0.12-0.15 MJ/m3for Coupons F01 and F02), the material response tends to be stabilised and may not develop into 
a complete failure. The third or final stage is the sudden increase in stiffness degradation rate, reducing the stiffness of 
the composites to a very low level (less than 50% in this study). This happened when hysteresis energy loss is at a higher 
level as indicated in Coupons F03 and F04 (0.21-0.25 MJ/m3). 





























































3. Finite element analysis  
3.1 Static three-point bending for test specimens 
The upper and lower anvils and coupon were modelled in the commercially available finite element analysis (FEA) 
software Siemens Femap with NX Nastran (Version 12.0.0). The test specimen was modelled using plane laminate 
elements (ANSYS SHELL181) with the composite ply properties in Table 3 provided by the manufacturer. An element 
size of 2.5 mm was used based on mesh convergence study. Both upper and lower anvils were modelled using linear 
hexahedron solid elements (ANSYS SOLID185) with properties of tempered 4130 alloy steel. The connectors between 
anvils and specimen are defined as linear contact and a friction coefficient of 0.25 was used according to Mens and de 
Gee’s study on the friction behaviour between steel and polymers [40]. The analysis was performed for five different 
laminate thicknesses (1.2 mm, 1.4 mm, 1.6 mm, 1.8 mm and 2 mm) at fibre volume fractions of 40% and 50% separately 
and for five loads at 20 N intervals (20N, 40N, 60N, etc.). The lamina strength criteria Tsai-Wu theory [41] was applied 
to the laminate plate elements for failure prediction. Figure 7 shows the examples of the results for z-translation 
(deflection) and laminate maximum failure index based on Tsai-Wu theory for a test specimen with 1.4 mm thickness 
and 50% fibre volume fraction under a 120 N load. 
Table 3 Elastic properties of 0° composite plies at fibre volume fraction of 40% and 50% 
FVF E1 [MPa] E2 [MPa] G12 [MPa] G1z [MPa] G2z [MPa] Nu ρ [g/cm3] 
40% 70,476 6,014 2,594 2,029 2,594 0.296 1.3458 
50% 87,480 7,800 3,245 2,311 3,245 0.280 1.4215 
 
(a)                                                                                               (b)  
 
Figure 7 (a) FEA results of z-translation, (b) FEA results of laminate maximum failure index (thickness = 1.4 mm, fibre volume 
fraction = 50%, load = 120 N) 
The results of stress-strain from FEA are plotted in Figure 8 (a). Compared to the experimental results, FEA gave an 
overestimated stiffness. The strain and stress results were then plotted against maximum laminate failure index 
according to Tsai-Wu theory as shown in Figure 8 (b) and (c). Two major curves for 40% and 50% fibre volume fractions 




strain (𝜀𝑓𝑀) for two volume fractions using the stress and strain at failure index of 1. Less failure strain was found for 
specimens with higher fibre volume fractions in FEA, following the same trend as in the experiments. 
 
Figure 8 (a) Stress-strain results from FEA, (b) Stress-maximum laminate failure index results from FEA, (c) Strain-maximum 
laminate failure index results from FEA 
The flexural strength and the load at failure derived from Tsai-Wu failure criterion, combined with experimental results, 
are plotted against the thickness as shown in Figure 9 (a) and Figure 9 (b) respectively. There are only 3 sets of 
experimental results that fall closely to the region between the two trend lines predicted by FEA. For the load at failure, 
most of the experimental results closely match the FEA results apart from the coupon with 32.51% fibre volume fraction.  
 
Figure 9 (a) Flexural strength-thickness results from FEA and experiment, (b) Failure load-thickness results from FEA and 
experiment 
3.2 Investigation at component level 
A whole component described previously in Figure 1(a) was tested under the three-point bending load to investigate the 
effects of FVF and braid angle on structure performance. The length of the component in the x-direction is 420 mm and 
the support span is 350 mm. DBBSM S-Beam load cell and LVDT displacement transducer were used for recording the 







































































Laminate maximum failure index (Tsai-Wu)
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 FEA results (40%FVF)
 FEA results (50%FVF)
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force applied and displacement at the centre of the top surface. Three non-destructive tests were performed before a 
final destructive test.  
An FE model was set up using the same element formulation as used for simulating the coupon. For this specific 
component, the average thickness of the outer skins and the middle web are 1.25 mm and 1.60 mm respectively. The 
element size is set to 5 mm based on mesh convergence study. Linear contact with a friction coefficient of 0.25 was 
used for the contact regions. The example results of the Z-translation and laminate maximum failure index based on 
Tsai-Wu criterion at 5254 N load are depicted in Figure 10 (a) and Figure 10 (b). Different magnitudes of the load were 
applied and the experimental and FEA results are shown in Figure 11 (a). 
Tsai-Wu criterion used in FEA provides a conservative prediction of the structural strength as the maximum failure 
index was 1.171 (>1) at the failure load of 5254 N. The results of maximum laminate failure index at different load 
levels were used to predict the failure load by second order polynomial interpolation (4802.1 N as shown in Figure 11 
(b)). The location has the most tendencies of failure occurred at the middle of two longitudinal edges on the top surface. 
The stiffness of the component predicted by the FE model was well correlated to experimental results (around 1393 
N/mm) within a large load range (up to about 3700 N) (Figure 11 (a)) before local damages occurred within the 
component. 
 
(a)                                                                                                                               (b) 





Figure 11 (a) Load-displacement results from experiment and FEA, (b) Laminate maximum failure index 
The simulation then was performed for the same braided component but with different braid angles (20°, 25°, 30° and 
35°) and different fibre volume fractions (40% and 50%). The FEA results for bending stiffness and strength of braided 
components are given in Table 4. The increased fibre volume fractions can improve the bending stiffness of the braided 
tubular structure at the same braid angle. The percentage of the increase in stiffness was about the same as the increase 
in fibre content (25%). At the same braid angle, increased fibre volume fraction had an adverse effect on the bending 
strength of the tubular braided component, and this effect was minimum at the braid angle of 25°. Both bending stiffness 
and strength of the braided component significantly decreased with increased braid angle. 
Table 4 Stiffness and failure load results for braided components with various fibre angles and fibre volume fractions 
 Stiffness (N/mm)  Failure load (N) 
Braid angle (degree) 20 25 30 35  20 25 30 35 
FVF 
40% 1629.8 1393 1086.6 799.5  5448.9 4751.3 3907.0 3222.1 
50% 2036.0 1742.7 1361.8 999.0  5275.0 4600.4 3752.3 3076.1 
Difference 24.92% 25.10% 25.33% 24.95%  -3.19% -3.17% -3.96% -4.53% 
 
The selection of braid angles requires careful considerations on the expected mechanical properties of the components 
in a real application. Larger braid angle can be used if high flexibility is required but a high fibre volume fraction (50% 
or above) is favoured in all applications due to the fact that 1) the decrease in strength in axal direction resulted from 
increased fibre volume fraction is relatively small when compared to the benefit of increased stiffness; and 2) low fibre 
volume fraction could promote the occurrence of resin-rich regions within the composite. 
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 Non-destructive test 2
















4. Microscope observations 
4.1 Fatigue and failure mode analysis 
Based on the results from testing, the coupons were divided into three groups for observations, i.e. 1) coupons that have 
been through fatigue testing but have not yet reached critical failure conditions (still within second fatigue stage); 2) 
coupons that failed during the bending fatigue; and 3) coupons that failed in quasi-static bending tests. The observations 
were performed on upper surface, lower surface and side surface at the middle along the length of the specimens using 
the Leica S6 D Greenough stereo microscope. The further observation using JEOL JSM-6060LV SEM was focused on 
side surfaces. A 25 mm × 25 mm section was cut from each damaged specimen using pneumatic tools and the side 
surface was left untouched for damage observation. Compressed air was used to remove the debris before observation. 
The damages developed in three groups of test specimens are presented in Figure 12. 
During the second fatigue stage, the developed damages are mainly located at the sites of stress concentration such as 
the voids/bubbles in the matrix, matrix pockets (the tip of where the warp and weft of fibre yarns meet) as shown in 
Figure 12 (a). There was small debonding of matrix and fibre yarn at matrix pockets along the centreline. On the lower 
surface, there were only debonding at the edge instead of the matrix pockets (Figure 12 (b)). However, there were 
discrete inter-yarn cracks developed in the bottom layer yarns (tension side) as shown in the side surface (Figure 12 (c)). 
These cracks formed in horizontal direction and turned towards the lower surface following the shape of the fibre yarns. 
The crack could not propagate any further in vertical direction into the fibre yarn and turned away to the boundary 
between two yarns. The size of the crack kept reducing as it propagated within the inter-yarn matrix. These damages 
correspond to the low level of energy absorption per cycle as discussed in the previous section. 
At the third stage of fatigue, the damage initiated from the previous stage started growing rapidly. The size of the 
debonding area at the matrix pockets increased and the cracks started forming in the matrix at these areas on the upper 
surface as shown in Figure 12 (d). The buckling of the fibre yarn also formed at this stage on the upper surface 
(compression) and some of the buckling developed into failure as the breakage of fibre yarns. These very short broken 
fibres from kink band were spread around the major cracks. The debonding of fibre yarn and matrix also started forming 
at matrix pockets on the lower surface during this stage (Figure 12 (e)). The size of the inter-yarn cracks in the lower 
half (tension) of the side surface became larger and the cracks grew into adjacent ones to form a long inter-yarn crack. 




The modes of quasi-static bending failure were very similar to those of bending fatigue failure but with more serious 
effects. As shown in Figure 12 (f), the fibre kink bands can be found on the upper surface including an increased amount 
of severe fibre yarn breakages as a result of this buckling process. The cracks formed at different locations were 
developed into each other, forming a larger and wider crack along the width direction of the upper surface. There were 
short matrix cracks formed at the matrix pockets on the lower surface. On the side surface, there were cracks developed 
within some fibre yarns, leading to the disintegration of the fibre yarn into small fibre bundles. Although these intra-
yarn cracks were overall inclined at a certain angle, they presented a more instable growth as there were more diversions 
along the routes compared with inter-yarn cracks. Individual fibres and small fibre bundles were split from the fibre 









4.2 Process-induced defects 
Figure 13 shows the voids in cured resin on the outer surface of the test specimen. The part of the fibre yarns within 
these cavities have a thinner layer of resin or no resin covered. The fibre-matrix interface at the edge of the voids is 
subject to higher stress when the samples are loaded, leading to early debonding and matrix cracks as highlighted in 





Figure 13 Matrix voids on the outer surface (a) before testing and (b) after testing  
The presence of voids is the most significant defect in resin transfer moulded (RTM) composite materials and can 
severely influence the mechanical properties. Mechanical performance of composites could be altered both locally and 
globally with voids acting as hot spots for stress concentrations. In current VARTM process, the void may form in 
composites due to the entrapment of air, initial air bubbles in the resin, evaporation of released agent and the 
volatilisation of dissolved gases or moisture in the resin during infusion and curing process. It was found from previous 
observations results that the matrix pockets are the sites where matrix voids predominantly occurred in braided 
composite manufactured from the current liquid moulding process. Various techniques need to be adopted to reduce the 
void content such as bleeding (keeping resin flowing well after the mould is filled), packing (keeping infusion after 
closing the resin exits) or applying additional compression to the mould cavity after the infusion is finished. 
 
Figure 14 shows the severe matrix cracks at a locally resin-rich region as highlighted. The high reflection in the image 
was caused by the high amount of resin distribution in this region. Premature damages and cracks tend to occur at resin-
rich area due to the lack of load-bearing reinforcement. The resin pocket is a minor resin-rich region hence the 




These cavities between fibre yarns are an inherent defect for braided composites due to its relatively large fibre yarns 
and undulation. The size of the resin pockets and yarn waviness could be reduced if the material is tightly stacked during 
impregnation using higher pressure RTM. The diverse results of flexural strength and modulus found between specimens 
with close FVF can be largely attributed to the void content and local resin-rich defects discussed above.  
 
Figure 14 Resin-rich area and matrix cracks 
As highlighted in Figure 15, there were fibres with ends covered with no resin at the undamaged area. These debonded 
fibre ends are lined up at an angle and each array is parallel to each other. This defect was specifically induced by cutting 
and trimming process for producing these samples. These debonded fibre ends would become susceptible to crack 
initiation when the composite is stressed and lead to intra-yarn cracks at a later stage. However, the braided composites 
are commonly used on tubular parts such as bike frames, pipes, etc, and the braid will not be cut open in most of the 
applications. Flattened closed braid sleeves are recommended as preform for flat parts or panels to make use of 
increased material strength while avoiding the cutting induced defects.  
 




5. Conclusions  
In this work, experimental tests were performed for a ±25° biaxial braided carbon fibre reinforced polymer (CFRP), 
which was manufactured using vacuum assisted resin transfer moulding (VARTM), subjected to quasi-static three-point 
bending and three-point bending fatigue loads. A finite element (FE) model was also developed, and the simulation 
results were compared against experimental data. The following conclusions can be drawn from the present study: 
1) The flexural properties of this braided CFRP are seriously affected by the local fibre volume fractions, which is 
mostly determined by the manufacturing process. Specimens with greater fibre volume fractions tend to have 
higher flexural modulus but slightly lower flexural strength.  
2) The flexural stiffness of the braided CFRP presents a strong hysteresis under loading and reloading in fatigue 
tests. There are three phenomenal stages for the decrease of the flexural modulus during the bending fatigue. 
3) The failure process of braided CFRP is the continuous accumulation of micro or local damages. The major 
damage modes for fatigue are debonding of matrix and fibres at yarn edges (inter-yarn cracks) in both tension 
and compression sides of the specimen. Fibre yarn breakage caused by fibre buckling and matrix cracks were 
in the compression side.  
4) The main process defects presented in test specimens are inter-yarn matrix voids, resin-rich regions and matrix-
fibre ends debonding at the cut surface. The braid angle selection needs to consider expected mechanical 
performance of the braided structure.  
5) The FE method adopted in this study combined with Tsai-Wu failure criterion has produced very close failure 
prediction at the component level. However, the FEA tends to over-predict the stress level for test specimens.  
Data availability 
The raw/processed data required to reproduce these findings cannot be shared at this time as the data also forms part of 
an ongoing study. 
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